CERTIFICATE I

GORT
KB T Lid FLAMEPROOFING
132 Sallley Road SERVICES

Saitiey A B TRt A0 SEAvEe Liy
Birmingham

BT 4TH

Dats D820 Certificate No. 5079

Fabric Folycotton Ecry Order No.

Length  0.25 metres

This Is 1e certify that we have camsd out an in-hause est on & sampla 'of the supplied fabric detalled
above,

The results from the teet 8how' a gatisfactary PASS to BS 5867 | Part 2
Typa B 20014

i | reied acoording 1o EN-IS0 15025 2002 Face lgnitlon),

Mo tests nave been carried outon the durability of the fabric's flame (etardant propertiss. and we se
therefore unabkle 1o provide any recommendations reganding labuc cae.

Yours faithfully

For JE Talbut B.5c
{Heaad of Teating)
GERI2

Please inspect fabric on receipt. Claims cannot be accepted once the goods have been cut.
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